INDEX NDT

INSPECTION SERVICES AND ENGINEERING CERTIFICATION

AB: 780.870.1547 SK: 306.250.9294 Head Office Mail: P.0. Box 13137 Lloydminster, AB T9V 2J4

INSPECTION REPORT

EQUIPMENT LOCATION: Lloydminster, Alberta | NDT PROCEDURE#: 1 INSP-001
EXAMINATION COVERAGE: | RANDOM: 5% | 10% 25% | [ 50% ] [75% [ [ 100% X
ACCEPTANCE CRITERIA: | CSA W59 IS0 9927-1 CAODC RP [ [ OTHER: X
INSPECTION METHOD: | vT | X] UT [ X| MT WET FLOURESCENT | X| MT WET BLACK | | MT DRY RED |

EQUIPMENT INFO: BLACK LIGHT MAKE - INOVA [ LIGHT METER # 1822158 | MAG COIL # RC1-30120121
CLIENT: K&S Power Tongs UNIT/REPORT#: KSV010/1DX-9421
EQUIPMENT: Volant Tool MAKE/MODEL: Volant CRTi2-4.5
RATING: N/A SERIAL NUMBER: KSvV010

EQUIPMENT PHOTOS

INSPECTION RESULTS

ACCEPTABLE: J_ X ] REJECTED: ] DATE OF INSPECTION: | April 2, 2026
TECHNICIAN: COMMENTS:

Part: Serial#:
Mandrel 82304-03-4437A01-06
Cage 81325-4435A17-09
Upper Cam 81208-3J7423-01
Lower Cam 81221-4437A05-13
Cam Latch 81212-4437A06-10
Cam Int 80942-4437A03-13
Jaw ~ 80929-01-4624A16-40
Jaw - 80929-01-3U4155-72
Jaw - 80828-01-341147-27
Jaw ~ 80829-01-4624A16-39
Jaw - 80829-01-3J1147-29
Jaw - 80980-01-4400A02-61
Jaw - 803980-01-4488A01-29
Jaw - 80980-01-4488A01-33
Jaw - 80980-01-4488A01-14
Jaw - 80880-01-4488A01-31

Material Thickness: 0.883", 0.879", 0.881", 0.880", 0.874"

REPAIRS:

QUALITY ASSURED INSPECTIONS FOR QUALITY ASSURED BUSINESSES

‘Except as provided herein, Index NDT Inspections Ltd. makes no werrenty, express or implied with respect to the ical or other of the equip by us. Index NOT Inspections Ltd.
shail anly be responsible in the event of demage resulting directly from their inspection, and in no event, shall the lisbility of Index NOT Inspections Ltd. exceed the cost of “Cur org
only the responsibility of locating defects in the inspected components and welds made accessible at the time of inspection. All equipment should be cleaned to allow access to all weids and critical components.
1t is of the utrnast importance that the unit's owner be aware that excessive coating over 10 mils can severely mask the detection of discontinuities while utilizing standard inspection tachniques. We are not
for the or other condition except at customer's request.
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REES N.D.T. INSPECTION
SERVICES 2008 LTD. 15612-89 Street
Grande Prairie, AB T8V 2N8
Grande Prairie
(780) 539-3594

(780) 532-8047 (Fax)

Dispatch
1-888-540-3594
www.reesndt.com

LOAD TEST CERTIFICATE

Vegreville
(780) 603-4887
Email: gcoers@reesndt.com

Owner K & S Power Tongs
Address 3614 63 Avenue Close
Lloydminster AB T9V 2W1
Contact Name:| Chris

Date 17-Apr-23
Workorder # 204558
Purchase Order# [ 'sy0/0
Phone #:| (780) 872-8240

Item:| CRT Mandrel Location:| Rees NDT Shop, Grande Prairie

Make:| Volant Model:| CRTi2-4.5
Serial Number:| 82304-03-4437A01-06 Unit:| NA

Capacity:| 120 ton

Proof Load Test 264000 Ibs Test Date 17-Apr-23 Required Duration (sec) 300
Test Method: Proof 1.10 Peak Load 273687 Ibs Passed [¢]
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DELAYED USE
Date of 1st Use:  Oc tune, b, a3
Job #:
Signed By: @L\

Inspected By:  J. House CGSB #20221 (MPI Il) SNT #028 (MPI ll) R. Mercado K. Gejdos Millwright (J-09-31585) Machinist (J-11-16754) J. Ibarbia




